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SGS IMME MONGOLIA LLC

Company : Darkhan Metallurigcal Plant

Location: Darkhan Terminal
Date: 2024.9.20

lNSPECTION REPORT

Sample No:
Product
weight

HzO Fe S AlzOs SiOz TiOz P
Number
of Car:

ton o//o o/o % % % % % pcs

LotBB

I 602.70 0.14 58.97 3.76 1.11 5.43 0.1 1 0.02 10

2 618.50 0.12 59.27 363 0.91 5.22 0.12 <0.0'1 10

3 647.80 0.19 60.08 0.94 4.92 0.1 <0.01 10

4 627.20 0.22 60 38 343 094 4.5 009 <0.01 '10

5 925.50 0.12 59 '17 348 099 537 010 0.02 13

Average result* 3,421.70 0.16 59.55 3.55 0.98 5.11 0.10 0.01 53

NOI E
-Average result of all analytes is for summary of product weight.

I his result format of the inspection sample only for DMP's internal use only

SGS-IMME Mongolia LLC
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