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SGS IMME MONGOLIA LLC

INSPECTION REPORT '

Company : Darkhan Metallurigcal Plant
Location:  Darkhan Terminal

Date: 2024.1.15
Product " L Number
Sample No: weight H20 Fe S Al203 SiO2 TiO2 P ot G
ton % % % % % % % pcs
1 833.20 | 0.42 91.70 3.62 2.38 10:35 0.33 0.04 10
2 92960 | 043 51.80 413 2.34 10.34 0.28 0.05 10
Lotd 3 76490 ( 0.44 53,91 3.91 1.96 8.87 0.23 0.03 10
4 870.40 | 0.60 51.30 3.95 2.08 9.88 0.26 0.05 4
Average result*| 3,398.10 0.47 | 51.85 3.79 2.19 9.89 0.28 0.04 37
NOTE: l "Avérage result of all analytes is for summary of product weight.

This result format of the inspection sample only for DMP's internal use only .

/21| SGS-IMME Mongolia LLC




