SGS IMME MONGOLIA LLC

INSPECTION REPORT

Company : Darkhan Metallurigcal Plant
Location:  Darkhan Terminal

Date: 2023108
Product . Number
i 2 P
Sample No: weight Hz0 Fe S Al203 Si02 Tio of Car:
ton % % % % % % % pcs

1 818.90 2.60 58.06 2.88 1.23 6.74 0.15 0.02 10
2 922.10 1.50 58.67 2.77 1.23 6.47 0.14 0.02 10
Lot109 3 920.60 1.78 58.08 2.63 1.30 6.49 0.15 0.03 10
4 1,309.50 113 | 58.16 2.76 1.24 6.60 0.14 0.02 14

Average resuit 3,871.10 1.67 58.23 2,76 1.25 6.57 0.14 0.02 44

NOTE: "Average result of all analytes s for summary of product weight.

This result format of the inspection sample only for DMP's interral use only .
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